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District

AD-here LOF 

65-

00/Cecabase 

RT 945

Aqua Foam 

System

Aspha-min 

Zeolite

Dbl. Barrel 

Green 

System

Eco Foam II
Evotherm DAT 

H-5
Evotherm M-1

Ultrafoam GX 

Process

Warm Mix 

Asphalt 

System

Zycotherm

1 18 8 1 2 1

2 5 2 8 6

3 1 10 2 6

4 1

5 4 1 1 2 2 4

6 3

7 4 15 1 5 1 1

8 1 1 4

% of Projects 5% 23% 1% 41% 1% 3% 16% 9% 11% 1%

% of Tonnage 7% 21% 0% 39% 0% 1% 12% 14% 6% 0%

District

AD-here LOF 

65-

00/Cecabase 

RT 945

Aqua Foam 

System

Aspha-min 

Zeolite

Dbl. Barrel 

Green 

System

Eco Foam II
Evotherm DAT 

H-5
Evotherm M-1

Ultrafoam GX 

Process

Warm Mix 

Asphalt 

System

Zycotherm

1
Ajax; 

Preferred

OPC; 

Preferred; 

COASTAL 

BRIDGE 

COMPANY

Lane
Better Roads; 

Ajax
Ajax

2
Anderson 

Columbia
Preferred

Anderson 

Columbia; 

Preferred; 

Duval Asphalt

Anderson 

Columbia; 

Peavy & Son; 

Scruggs

3
Anderson 

Columbia

Anderson 

Columbia; 

Peavy & Son

Mitchell Brothers; 

Anderson 

Columbia

C.W. Roberts

4 Asphalt Group

5
OPC; 

P & S

Community 

Asphalt
OPC

P & S; 

P&S PAVING, 

INC.

Middlesex C.W. Roberts

6 Asphalt Group

7
Ajax; 

Preferred

COASTAL 

BRIDGE 

COMPANY; 

Preferred

Lane
Ajax; 

Lane
C.W. Roberts Ajax

8 OPC P & S Asphalt Group

District 1 2 3 4 5 6 7 8 Totals

Projects 28 18 19 1 13 3 23 6 111 WM HM

Technologies 5 4 4 1 6 1 6 3 10 Mix 275 312

Tonnage 308,229 352,950 179,341 2,651 58,008 93,359 252,949 89,359 1,336,846 Comp. 274 311

(Based on V samples)

 WARM MIX STATISTICS

District Summary

Additive/Technology Contractor Usage per Districts

Additive/Technology Project Usage per District and Summary

Avg. Mix Temp.



Year Jan Feb Mar Apr May Jun Jul Aug Sep Oct Nov Dec
Total 

Tonnage

Total 

Projects

2006 730.49 730.49 1

2007 2,000.00 1,883.00 5,973.20 9,856.20 3

2008 5,511.21 2,906.50 1,127.38 9,545.09 2

2009 9,968.34 6,579.20 4,000.00 8,000.00 13,557.09 36,718.34 16,939.78 37,420.41 33,854.65 20,198.19 187,236.00 15

2010 21,775.38 9,288.40 39,968.40 6,057.87 2,000.00 8,872.23 18,159.92 30,012.76 37,187.94 30,922.89 11,237.03 8,459.12 223,941.94 25

2011 16,777.37 25,898.32 46,319.28 53,083.81 39,698.00 19,855.81 11,074.55 1,019.11 14,209.47 4,381.44 7,670.51 12,414.13 252,401.80 26

2012 6,919.60 5,620.54 14,557.71 9,040.59 4,520.99 22,000.00 16,828.91 12,037.15 7,752.74 4,366.99 2,710.29 7,572.26 113,927.77 17

2013 13,665.01 13,943.46 9,041.53 16,716.29 21,075.99 7,947.87 11,731.23 27,421.65 23,817.89 35,356.24 24,685.74 25,325.98 230,728.88 18

2014 12,916.84 21,665.31 20,630.05 26,039.00 20,731.66 34,119.24 19,759.37 35,564.35 16,927.61 19,462.09 4,106.73 231,922.25 18

2015 6,780.82 18,914.46 4,321.80 5,259.71 2,206.20 1,585.08 4,581.85 8,703.76 11,466.85 426.17 337.28 64,583.98 8

2016 3,251.16 1,393.22 1,162.84 679.84 1,323.08 2,133.33 2,028.37 11,971.84 4

Total 80,816.57 90,227.06 160,562.61 122,518.40 98,609.43 105,134.68 94,724.52 148,482.59 125,539.19 145,259.91 80,584.39 84,386.89 1,336,846.24 111

TONNAGE AND PROJECTS PER YEAR (BASED ON SAMPLES)



730
9,856 9,545

187,236

223,942

252,402

113,928

230,729 231,922

64,584

11,972

0

50,000

100,000

150,000

200,000

250,000

300,000

2006 2007 2008 2009 2010 2011 2012 2013 2014 2015 2016

To
n

n
ag

e

Year

FDOT Warm Mix Production 



D1, 23.1%

D2, 26.4%

D3, 13.4%

D4, 0.2%

D5, 4.3%

D6, 7.0%

D7, 18.9%

D8, 6.7%

% Tonnage per District



AD-here LOF 65-00/Cecabase RT 945, 7%
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21%

Aspha-min Zeolite, 
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% Tonnage per Technology
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